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JIANGXI KINGWE&YEALY FASTENER CO.LTD

g H
Longitude Auger

IE 55 Certificate No: 202104QA011
P/O No:

fit5 Lot No:

A% Dimensions : DIN7504-M4.2%25
JFi'5 Heat No: 201-0184

& QTY: 2PCS

AQL=10 Ac=2

A H# Date of testing:  11/4/2022

Inspection certificate-DIN EN 10204(1995-08)-3.1B
P ZFK Customer :

fm %4 Name: DIN7504 (k47 /N J] 5L 2

#4J5i Material : Stainless steels 410

Elic Mark:

HEETHR] Samples plan : ISO 3269-2000
FiARVE Technical Standards: DIN7504-1987

JR~J 25 Dimensions Inspections: (F.f.:mm  Measurement By Millimeters)
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Test items Requirement Test results
X§i21 Width Across Flats 7.7-8.2 7.78-7.85 32
K Length 23.5-25.5 24.6-24.8 32
JEFE HEAD Thickness 2.8-3.2 2.95-3 32
RS B 1% Diameter 4.05-4.25 4.1-4.15 32
AN Appearance DIN7504 PASSED 80
R L0E 11 Threads Gauge
HUBPE B Mechanical properties
T H N7 AN R ML 2R
Test items Test standards Requirement Test results
PRAE B
Stress under proof load(N/mm?) ISO3506-1:1997 700Min 730Mpa
k2% 5> Chemical composition
~
HEex e s | v | b S Ni | C | Mo | Cu | N
Element
Percent % | 0.13 0.3 0.15 | 0.032 | 0.005 | 0.13 12.84
VAN éﬂ: FE1— 18 T: PASSED
ﬁ% l:[ ‘L-]. a’?r SS
a.g.i‘”' ANAGER 4 ‘9\\ QA DATE
5, \QUALITY ASSURANCE /.y
A% Chuan Liu APR,16%,2021
WEgYEAY FASTES

INSPECTION : SAMPLES TESTED CONFORM TO ALL OF SPECIFICATION AS ABOVE. THIS REPORT MUST
NOT BE REPRODUCED EXCEPT IN FULL AND TO THE ITEM(S) TESTED ONLY. WHENEVER TESTING DISCREPANCIES
ARE DETECTED OR DEPARTURE FROM DOCUMENTED POLICIES AND PROCEDURE OCCUR, THEY WILL BE SHOWN IN
REMARK.
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